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(57) ABSTRACT

A graphene wring structure of an embodiment includes
multilayer graphene, a first interlayer compound existing in
an interlayer space of the multilayer graphene, and a second
interlayer compound existing in the interlayer space of the
multilayer graphene. The second interlayer compound con-
taining at least one of an oxide, a nitride and a carbide.
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